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TESTING CERTIFICATIONS

MEAN FATIGUE LIMI'1TS
Size No. 8

Stress Range (ksi) Stress Range (MPa)

299 Unspliced Bar
NMB Splice Sleeve Grout-Filled Sleeve, Epoxy Bar
& | 254

Fatigue
Behavior of
VVelded and - 20 Taper-Threaded Coupler
NMechanical

SD'ICE In lqebap Steel-Filled Sleeve
I3A 13 NC-Threaded Coupler
103 Double-Lap Weld
9 Threaded-Swaged Sleeve

24 Grout-Filled Sleeve, Uncoated Bar

201-S, Block-2, P.E.C.H.S,
Karachi, 75400, Pakistan
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Disclaimer: For inquiries related to alternative connecting solutions, please send an email to sales.at.csr@gmail.com



